STURCTURE DRAWING SECTIONAL DRAWING OF SINGLE GOLD-PILL

Primer basic thickness > 0.1 y m

Gold layer basic thickness >2u m
Ni layer basic thickness >2u m
Cu layer basic thickness = 0.1mm
Ni layer basic thickness >2u m
Gold layer basic thickness >2u m




